
SPECIFICATION OF CARBON BLACK 

                                                       
 

NAME 产品名称 CARBON BLACK N220  

SPECIFICATIONS 指标 

TESTING ITEMS 项目 STANDARD 标准 

LODING ABSORPTION NUMBER 

(G/KG) 
114-128 

ABSORPTION VALUE OF DBP  109-119 

ABSORPTION VALUE OF 

COMPRESSING SAMPLE DBP 

(10-5M3/KG) 

95-105 

ADSORPTIVE SPECIFIC SURFACE 

AREA OF CATB ( 103M2/KG) AREA 

OF CATB ( 103M2/KG) 

 

106-116 

ADSORPTIVE SPECIFIC SURFACE 

AREA OF NITROGEN (103M2/KG) 
114-124 

TINTING STRENGTH % 110-120 

HEATING LOSS 2.5%MAX 

ASH CONTENT 0.5%MAX 

TENSILE STRENGTH -0.5MPA MIN 

300% EXTENDING STRESS -1.5 ±1.0 MPA 

45ΜM SIEVE RESIDUE 0.10%MAX 

                      

 


